Test Report

Sample No @ VM14-002225.001 Print Date . 22/09/2014
JOE No : VM14-002229 Report Control No : VMROOD0037722

Sample Not Drawn by Laboratory

Sample Described by Customer as : QUARTZ
Customer Name - M/s. 5n Hanuman Agencieﬁ
Customer Address : SARAYAVALASA QUARTZ MINED. No. 6-46/1, Flat-3,Sri Hanuman Residency
City + G. Yendada,Gitam(P.0.) , Visakl Postal Code + 530045
State . Andhra Pradesh Coun try - India
Sample Condition : Un-sealed
Sample Qty . 700g
Sampling Method : NA
Sample Mark : SAMPLE NOA
Sample Received Date : 19/09/2014 Registration Date : 19/09/2014
Test Start Date : 19/09/2014 Test End Date : 220972014
Test Name Test Protocol Test Results
Passing on 6mm sieve % 1S1607-2013 311
Major silica as SIO2ZMAJ % 15:1917 - 1991 (Part 3) Reafi: 2011 99.02

*End of Report*

Per Pro SGS India Private Ltd.

[ Ay

Khaleel Ahmed
Lab Manager
Authorised Signatory
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WARNING: The sample(s) to which the findings recorded herein (the “Findings’} relate was{were) drawn and / or provided by the Client or by a thind parly acting at the Client's
direction. The Findings constitute no wamranty of the sample's representativeness of any goods and strictly relate to the sample (s). The Company accepts no lisbility with regard to the
origin or source from which the sample(s) is/are said to be extracted.

“This document is issued by the Company under its General Conditions of Service printed overeaf or available on  request and accessible  at
http: {'www.sgs.comiterms_and_conditions.htm  and, for electronic format  documents, subject to  Terms and Conditions for  Electronic Documents a
WWww.sgs.comiterms_e-documenthtm.  Attention is drawn to the limitation of lability, indemnification and jurisdiction issues defined thersin. Any holder of this document is advised
that information contained hersom reflects the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not excnerate parties o a transaction from exercising all their ights and obligations under the transaction documents. Any

Unless otherwise stated the results shown in this test report refer only to the sample (s) tested and such sample(s) are retained for 7 days (in case of perishable items) and 30 days
for all other samples. The samples from regulatory bodies are to be retained as specified. This document cannot be reproduced except in full, without prior written approval of the
Company

§G5 India Pwt. Ltd. Laboratosy Servicas D # £5-56-3/51, Narasimha Magar 15t Lana, Near RythuBazar, Akkayapalem,Visakhapatnam 530016.Ph. +01-831-6607208332333 Fax:

104._804.9CEE0A
Regd & Corp. O - 533 House, 4B, A.S. Marg, Viknroll (West), Mumoak£00083. Tel : (022) 25798421 10 26 Fax © (022) 25758431 10 35 WWW.506.COM
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Sample No : VM14-002217.001
JOE No ;. VM14-002217

Test Report

Print Date : 20/09/2014
Report Control No : VMR0000037688

Sample Described by Customer as

Customer Name

Sample Not Drawn by Laboratory

QUARTZ
M/s. Sri Hanuman Agencies

: SARAYAVALASA QUARTZ MINED. No. 6-46/1, Flat-3,Sri Hanuman Residency

Customer Address

City + G. Yendada,Gitam(P.O.) , Visak Postal Code . 530045

State . Andhra Pradesh Country : India

Sample Condition : Un-sealed

Sample Qty : 1kg

Sampling Method : NA

Sample Mark : SAMPLE NO.1

Sample Received Date : 18/08/2014 Registration Date  : 18/09/2014

Test Start Date : 19/09/2014 Test End Date . 20/09/2014
Test Name 5 Test Protocol Test Results
Passing on 4mm sieve % 1S1607-2013 24.17
Major silica as SIO2MAJ % 1S:1917 - 1991 (Part 3) Reafi: 2011 98.48

*End of Report*
Per Pro SGS India Private Ltd.

Lab Manager
Authorised Signatory

Page 10f 1
WARNING: The sample(s) to which the findings recorded heveln (the ‘Findings”) relate was{were) crawn and / or provided by the Chert or by @ thurd pary acting at the Client's
direction. The Findings constitute no warranty of the sample's representativeness of any goeds and strictly relate to the sample (s). The Company accepts no hiability with regard to the
origin or source from which the sample(s) islare sawd to be

*This document is l%uﬁd by the Company under #s General Conditions of Servios printed ovedesf or aveileble on  request md mble u!
http:/Avew.598. htm and, for electronic format documents, sudject to  Terms and G i for
Www. S5, Comerms_¢ odoeumem.mm Attention is drawn to the limitation of lability, indemnificaicn and jurisciction issues defined therein. Any helder of this documn( is aowua
thal informason contained herson roflects the Company's findings at the Iine of is intervention orly and within e limits cf Chent's lnslmcﬂons it any, The Company's soie
responsibility is to = Client and this decument does not partiestoa from i5ing all their nights and under the Ary
Uniess otherwise statad the results shown in this test report refer only to the sample (s) tested and such sample(s) are refained for 7 days (in case of perishable items) and 30 days
for =il other samples. The samples from regulatory bodies are to be retamed 3s spacified. This document cannct be reproduced except in full, without prior writtan approval of the
Company A .
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